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We use high-resolution resonant inelastic x-ray scattering (RIXS) to study a thin film of NdNiO;, a
compound whose unusual spin- and bond-ordered electronic ground state has been of long-standing
interest. Below the magnetic ordering temperature, we observe well-defined collective magnon excitations
along different high-symmetry directions in momentum space. The magnetic spectra depend strongly on
the incident photon energy, which we attribute to RIXS coupling to different local electronic configurations
of the expanded and compressed NiOg octahedra in the bond-ordered state. Both the noncollinear magnetic
ground state and the observed site-dependent magnon excitations are well described by a model that
assumes strong competition between the antiferromagnetic superexchange and ferromagnetic double-
exchange interactions. Our study provides direct insight into the magnetic dynamics and exchange
interactions of the rare-earth nickelates and demonstrates that RIXS can serve as a site-selective probe of

magnetism in these and other materials.
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I. INTRODUCTION

The spin ordering and dynamics in transition metal
oxides are of long-standing interest from both fundamental
and practical points of view [1,2]. In recent years, we have
witnessed a surging effort in realizing a new generation of
spintronic devices that may outperform the conventional
electronic ones using magnetic oxides [3—5]. Many of these
proposals are based on artificial heterostructures [6], or
materials including multiple magnetic elements such as the
double perovskites [7]. A key issue for the fundamental
understanding of the correlated-electron physics at play in
these complex materials, and consequently for a rational
design and realization of oxide-based devices, is how to
selectively probe the electronic and magnetic properties of
the different functional components.
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RIXS has recently emerged as a versatile tool for probing
the ordering and dynamics of spin, charge, orbital, and
lattice degrees of freedom in solids [8—15]. The chemical
selectivity endowed by its resonant nature enables RIXS to
individually address the properties that stem from different
active elements, as well as their interactions in complex
materials. In addition, the large cross section at x-ray
resonance edges, combined with the high photon flux at
modern synchrotron radiation sources, allows RIXS experi-
ments on films and heterostructures with thickness down to
a single unit cell [16,17]. Because of limitations in energy
resolution, soft x-ray RIXS experiments have thus far
mostly focused on cuprate compounds due to their excep-
tionally large magnon bandwidth. However, the latest
advances in RIXS instrumentation now allow detection
of collective magnetic excitations in a broader class of
metal oxides [18].

In this article, we take advantage of the emerging high-
resolution soft x-ray RIXS capabilities to study the mag-
nons in the perovskite rare-earth (R) nickelates RNiOs;,
which exhibit an intriguing phase diagram controlled by the
radius of R [19-21]. Except for LaNiO;, bulk RNiO;
undergo a metal-insulator transition (MIT), accompanied
by breathing-type lattice distortions forming a rock-salt
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pattern of expanded (Niy) and compressed (Nig) NiOg
octahedra [21] [see Fig. 1(a)]. It was suggested [22] that
this transition is an order-disorder transition of the Ni—O
bond-length fluctuations preexisting in the metallic phase.
Concerning the nature of the MIT, various factors such as
Fermi-surface nesting [23,24], Hund’s coupling [25], and
strong electron-lattice coupling [26-28] have been dis-
cussed. The particular importance of small or negative
charge-transfer gap physics [29] for the bond disproportio-
nation in bulk RNiO; has been emphasized [30-35].

The magnetism of insulating RNiO; is unusual. The
Niy(p) sites with more ionic (covalent) Ni—O bonds host
spins of different sizes with S, > Sp [36]. At low temper-
atures, they condense into a four-sublattice noncollinear
antiferromagnetic (AF) state with an ordering vector Q =
(1/4,1/4,1/4) (in pseudocubic notation). The nearest-
neighbor S, and Sy spins are approximately orthogonal to
each other [36-39], and the magnetic order can thus be
viewed as a 90° spin spiral. Such an ordering has no
analogue in insulating oxides, and its underlying mecha-
nism remains a puzzle. One of the main obstacles to
understanding the magnetism of RNiO; lies in the diffi-
culties related to the characterization of different local spin
states of the two inequivalent Ni sites and their associated
exchange interactions. Although the two Ni sublattices are
expected to respond differently in magnetic susceptibility
[32], x-ray absorption [31], and optical spectroscopy [40]
measurements, such predictions are difficult to test in
practice, as these methods measure only the averaged
properties of both sublattices.

In this work, we employ the unique site-selective
capabilities of RIXS to probe the low-energy spin excita-
tions associated with the two Ni sublattices in NdNiOs.
Well-defined magnon dispersions along different high-
symmetry directions in the first Brillouin zone were
observed and reproduced by model calculations. After
decades of research on the electronic phase behavior of
RNiO;, these experiments can finally determine the mag-
netic exchange interactions and hence yield unprecedented
insight into the mechanism driving the formation of the
unusual noncollinear magnetic structure in this system.

II. EXPERIMENTAL DETAILS AND RESULTS

The RIXS experiment was performed at the ID32 beam
line of the European Synchrotron Radiation Facility
using the new ERIXS spectrometer [41]. We varied the
scattering angle in the range from 55 to 135 degrees, which
corresponds to momentum transfer of 0.4 to 0.8 A~! at the
Ni L; edge around 853 eV. The combined instrumental
energy resolution was set to about 50 meV [full width at
half maximum (FWHM)] to allow for reasonable acquis-
ition time at sufficiently high resolving power. The incident
photon polarization was kept parallel to the scattering
plane. The 40-nm-thick NdNiO; film was grown on a
[001]-oriented SrTiO; substrate by pulsed laser deposition.

It shows bulklike ordering behavior with transition temper-
ature Ty ~ 200 K [39,42,43]. The average Ni-O bond
disproportionation in the insulating phase was determined
to be comparable to the value found in the bulk [42].
Figures 1(c) and 1(d) show the RIXS and electron-
yield x-ray absorption spectra (XAS) measured at the Ni L,
edge (2p — 3d) on the NdNiO; film at temperatures both
below and above T'yyt. The scattering geometry is shown in
Fig. 1(b). The two sets of RIXS spectra shown in Fig. 1(c)
were collected at momentum transfer g;;; = 0.194 [short-
hand for q = 0.194(1,1,1)], with the incident photon
energy E; tuned to that of the two resonant peaks A
and B around E, =~ 853 eV and Ez~855¢eV in the
XAS [Fig. 1(d)], respectively. Similarly to a previous
study [44], the high-energy parts (with energy loss w =
E; — E; > 0.3 eV) of the two data sets are very different.
Given that the RIXS intermediate states are the same as the
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FIG. 1. (a) Sketch of the breathing lattice distortion across the

MIT in the RNiO;. (b) The scattering geometry used in the
experiment, where the red arrow indicates the electric vector of
the photon polarization. (c) RIXS spectra and (d) XAS for the
NdNiO; film at temperatures below and above Tyyr. The RIXS
spectra were collected at ¢;;; = 0.194 with incident photon
energy tuned to the resonant peaks A and B marked by bars in
panel (d). (e) RIXS spectra and (f) XAS calculated using a
double-cluster model with §d = 0.04 A (blue) and 0 A (red) with
the experimental geometry and light polarization in (c) and (d).
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XAS final states, it is helpful to examine the nature of the
two peaks A and B in the XAS. As RNiOj is believed to be
“self-doped” [45,46] with a ground-state configuration of
predominantly 3d®L character (where L denotes a ligand
hole), the sharp peak A can be assigned to the final state
2p3d°L and the broad peak B to 2p3d®, which correspond
to excitations of 2p core electrons into the 3d and ligand
states, respectively [31]. Based on this assignment, the
decay process of RIXS with E; = E, involves mostly
transitions of the type 2p3d°L — (3d®)*L, which give rise
to large d-d-excitation spectral weight centered around
energy loss of 1 eV [upper part of Fig. 1(c)]. For spectra
measured with E; = Ep, on the other hand, the core hole is
annihilated largely by the ligand electrons, resulting in the
broad fluorescence peak around 2-3 eV [bottom part of
Fig. 1(c)]. In both cases, the RIXS final states also include
3d°L? and associated particle-hole excitations, which
generate a broad charge-transfer background. Figures 1(e)
and 1(f) show the RIXS spectra and XAS calculated with
multiplet ligand-field theory [47—49] using a double-cluster
model [31]. The spectra calculated with bond disproportio-
nation 8d set to 0 A (0.04 A [42]) correspond to those
measured at 250 K (20 K), respectively. At both temper-
atures, the main features discussed above are well captured
by the calculation. The details are discussed in Appendix A.

From the above observations, it follows that, in the bond-
disproportionated state with charge redistribution of the
form (3d%L)(3d®L) — (3d®),(3d®L?); [30,31], the dis-
tinct local configurations of the Ni, and Nip sites give rise
to remarkably different energy profiles of their absorption
spectra, as shown in Appendix A. For the Ni, (Nip) sites
of majority 3d® (3d8L?) character, the XAS arises domi-
nantly from excitations into the unoccupied 3d (ligand)
states, with spectral weight centered around energy A (B)
[Fig. 1(d)]. A similar site-dependent behavior is also seen
for the x-ray magnetic circular dichroism (XMCD) [31]. By
recalling that the coupling of low-energy magnon excita-
tions to RIXS is controlled by XMCD [50], one realizes
that the spin excitations associated with the two Ni sites can
be individually probed by selectively tuning the incident
photon energy to their respective resonances.

In the following, we focus on the RIXS spectra below
0.3 eV, which show clear asymmetric line shapes arising
from low-lying excitations, as exemplified in Fig. 2(a). To
extract the low-energy excitations, the elastic contribution
can be removed by subtracting a Gaussian peak at @ = 0,
with FWHM set to the experimental energy resolution of
about 50 meV. The subtraction is performed for all the spectra
presented hereafter. The raw spectra and the subtraction
procedure can be found in Ref. [43]. Figure 2(b) shows an
overview of the RIXS spectra measured at 20 K along the
[111] momentum-transfer direction. The incident photon
energy is tuned to E; = E4, which is expected to couple
dominantly to the spins of Niy sites. The q values range from
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FIG. 2. (a) An example of the low-energy RIXS spectra of the

NdNiO; film measured with E; = E, at ¢;;; = 0.211 at 20 K.
The elastic contribution is fitted by a Gaussian profile at @ = 0
with FWHM of about 50 meV. (b,c) Spectra at different g,
values after subtracting the elastic part at (b) 20 K and (c) 250 K.
The inset in panel (b) shows the momentum transfer q of the
spectra with respect to the ordering vector Q;; = 0.25. (d) The
magnon scattering intensity can be obtained by subtracting
the nondispersing contribution (c) from the inelastic spectra in
panel (b), as illustrated at g;;; = 0.211. The resulting spectra at
all measured ¢,;; values are shown in panel (e). (f) The magnon
dispersion obtained from panel (e).

g1 = 0.141-0.229. A clear inelastic contribution peaked at
@ < 50 meV can be observed at all measured q values.
We employ several complementary diagnostic indicators
to discriminate between magnon and phonon contributions
to the inelastic intensity. First, as magnons become heavily
overdamped (and hence nearly invisible to scattering
probes) in the paramagnetic state, we compare RIXS
spectra well above [Fig. 2(c)] and well below [Fig. 2(b)]
the antiferromagnetic ordering temperature. In the para-
magnetic state, the spectra exhibit no noticeable q depend-
ence, as expected for optical phonons [51,52]. In addition,
multimagnons [53] and charge excitations [51] may also
contribute to these featureless spectra [54]. In contrast, the
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spectra in the AF state exhibit a prominent, strongly
dispersive feature [indicated by arrows in Fig. 2(b)]. The
dispersion emanates from the AF ordering wave vector Q
and exhibits maxima at the borders of the AF Brillouin
zone, as expected for collective excitations of the AF state.
In addition, the intensity is maximal at Q and minimal at
the AF Brillouin zone border, again supporting the assign-
ment to magnons. The collective nature of the magnetic
excitation is further verified by the independence of its
energy on variation of E; around E, [43]. We emphasize
that the unique energy selectivity of RIXS allowed us to
maximize the cross section of local excitations by utilizing
its relatively large energy separation from the continuum
excitations in the RIXS intermediate state.

We proceed to extract the magnetic RIXS spectra by
subtracting the nondispersing background measured at
250 K from the spectra at 20 K, as illustrated in Fig. 2(d)
for g;1; = 0.211. We notice the presence of a small negative
intensity at energies above 0.1 eV in the subtracted spectra:
This is most likely the result of an additional particle-hole
continuum emerging in the high-temperature metallic phase.
Figure 2(e) shows the magnetic RIXS spectra at each ¢,
after the subtraction. The magnon excitation energies are
obtained from the peak positions of the resultant spectra and
plotted in Fig. 2(f), where they exhibit a maximum of about
50 meV at ¢g;;; = 0.141 ~ Q/2. This energy scale of the
magnetic dynamics is also confirmed by spectra measured
along the [101] momentum-transfer direction [43].

Now we turn to the low-energy spectra measured with
E; = Ep, i.e., the energy that maximizes the RIXS coupling
to the magnon excitations associated with the Nip sites.
Figures 3(a) and 3(b) show the spectra measured along
[111] at 20 K and 250 K, respectively [55]. Contrary to the
data taken with E; = E,, where the RIXS signal gains
significant weight from collective magnon excitations, the
spectra here are dominated by the nondispersing contribu-
tion. Following the same procedure as in Fig. 2(d), we
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FIG. 3. Low-energy part of the RIXS spectra measured with

E; = Ep at (a) 20 K and (b) 250 K after the subtraction of the
elastic contribution. Panel (c) shows the magnon scattering
intensity obtained by using the same procedure as in Fig. 2(c).
The lines are a guide to the eye.

subtract the 250 K spectra from the 20 K ones and plot
in Fig. 3(c) the resulting spectra that one can assign to
magnon excitations. While the remaining spectral weight
may indicate a small contribution from dispersive magnons,
the signal is too weak to be clearly distinguished from the
statistical noise. The well-defined dispersing magnon
excitations observed at E; = E, and the nearly null
observation at E; = Ep are in line with the prediction of
the site-resolved spin susceptibilities [32].

III. MAGNETIC RIXS CALCULATION

The combined knowledge of the static AF ordering and
the collective excitations of the Ni moments provides a
solid basis—and simultaneously imposes stringent con-
straints—for low-energy spin models aimed to describe the
hitherto unexplained noncollinear magnetic structure of
RNiO; [37-39]. Figure 4(a) shows a top view of the
magnetic structure in RNiOs3, where ferromagnetic (111)
planes form a noncollinear (1 « | —) AF order. The
ordering pattern of spins S, (Sp) residing on the Niy,
(Nip) sublattice readily follows from AF superexchange
(SE) interactions J, and J,, provided that J, > J,/2. The
latter condition can be justified by the large pdo charge-
transfer fluctuations along the straight Ni—O—Ni—O—Ni
bonds associated with J, [56]. However, the major question
is which mechanism stabilizes the 90° mutual orientation
of the S, and Sy sublattices, given that a conventional
(Heisenberg) coupling (S4Sp) is frustrated and would
result (via the “order-by-disorder” mechanism) in a
collinear “up-up-down-down” arrangement instead.
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FIG. 4. (a) Schematic of the magnetic structure of RNiOj. It can

be viewed as stacking of alternating ferromagnetic S, and Sp
planes along [111], as indicated by the dashed lines. (b) Calcu-
lated spin-wave dispersion along [111] for two kinds of domains
(solid lines for hkl and £ k I, and dashed for hkl and hkl). Each
includes two branches (thick and thin) due to the disproportio-
nated spins. Open symbols are experimental data from Fig. 2(f).
(c,d) Calculated RIXS spectra of magnon excitations for the
experimental geometry at E; = E, and Ep.
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We suggest that, near the MIT, low-energy charge
fluctuations between Ni, and Nip sites with unequal
spins S, > Sp lead to a double-exchange (DE) process
that depends on the angle 6 between S, and Sp as
—cos(8/2) [57-59]. Competition between ferromagnetic
DE and AF superexchange is known to result in noncol-
linear ordering [59], as recently observed in ferrates [56].
In the present context, the DE energy gain from the “left”
and “right” AB bonds in each direction [Fig. 4(a)] is
proportional to —{[cos(0/2)] + cos[(z — 6)/2]}, which is
optimized at @ = z/2 and thus supports an unusual 90°
alignment of S, and Sjp.

As far as small fluctuations around the classical spin
pattern are concerned, one can incorporate the DE energy
into a spin-only model [56,60] with an effective parameter
J1 = Jsg — Jpg comprising both SE and DE contributions,
where Jpg is associated with the kinetic energy due to low-
energy charge fluctuations between Ni, and Nig sites. We
calculate the magnon dispersions using the J;-J,-J, model,
including also a single-ion anisotropy term K, assuming
easy axes parallel to the cubic body diagonals. The spin
disproportionation, quantified as S,z = 1(1£6), results
in two magnon branches, w, and w_, with the former one
carrying most of the scattering intensity. The disproportio-
nation parameter 6 = 0.4 was chosen such that it gives
S4/Sp ~ 2, consistent with experiment [36] and with the
prediction of the double-cluster model for the experimental
value of the bond disproportionation [31] (Fig. 1 and
associated discussion). Details of the calculations are
presented in Appendix B.

The spin Hamiltonian illustrated by Fig. 4(a) contains
four adjustable parameters: J;, J,, J4, and K. We note that
the major magnon branch @, is not sensitively dependent
on the exact value of J;. An accurate determination of J,
requires resolution of the less intense, lower-energy branch
@_, which is beyond the capabilities of the current setup.
However, the experimentally observed commensurate

ordering wave vector implies the constraint |J| < J,. =

2+/2K(J, + J4)/3 (Appendix B). In the fitting procedure,
J is therefore varied systematically between its upper and
lower bounds to establish systematic errors for J,, J4, and
K. Note that the maximum and minimum of @, along the
[111] direction and its maximum along the [101] direction
[43] constitute three well-defined, independent pieces of
experimental information that allow us to obtain these three
parameters with good accuracy. The additional data points
at different wave vectors further increase the confidence in
these parameters.

Together with the statistical errors arising from the
experimental uncertainty in determining the magnon ener-
gies, we obtain the following values and errors for the
fitting parameters: J, =4.1+£1.7, J4 =83+2.2, and
K=134+13 meV, which implies J;.= 6.3 meV.
Figure 4(b) shows the magnon dispersions calculated with
the best-fit parameters and J; = J,./2. The fitted value of

the anisotropy constant K results in a magnon gap of 13 meV
for the main branch of the dispersion, which is comparable to
that observed in La,NiO, [61]. However, the magneto-
crystalline anisotropy is immaterial for our model and
interpretation, which addresses the hierarchy of exchange
interactions between the Ni ions. We emphasize once more
that the dominance of the long-range interactions, J, and J,,
is a hallmark of the competition between superexchange and
double-exchange interactions near the MIT, which greatly
reduces the nearest-neighbor interaction J;.

To calculate the magnetic spectra probed by RIXS, we
use the RIXS operator [50] Ry ) = o-gl)B) (e; X €}) - Sap)»
with €;,,) the polarization of the incident éoutgoing) photons.

Here, agl()B)
for the Ni, (Nip) sites. The calculated magnetic RIXS spectra
for E; = E, and Ejp are plotted in Figs. 4(c) and 4(d),
respectively. All the spectra are averaged over contributions
from the four 7k domains and then scaled with a universal
factor to match the experimental intensity. For incident
photon energy E; = E,, excellent agreement is achieved
between calculation and experiment for the energy and
spectral weight of the magnon excitation at all measured
q values (including q|| [101] [43]), providing strong support
for the proposed spin model. For E, while both calculation
and experiment show strongly suppressed magnon spectral
weight, the calculation shows a small deviation from the
measurement, which could be attributed to limitations of the
experimental sensitivity and/or to quantum effects beyond
the linear-spin-wave approximation. While a state with
nonzero moments on site A only cannot be rigorously ruled
out, the RIXS results and their theoretical description are
quantitatively consistent with a noncollinear magnetic state
with different but nonzero moments on sites A and B.

are the calculated site-resolved XMCD spectra

IV. SUMMARY

In summary, we have studied the electronic and magnetic
excitations in NdNiO; with RIXS at the Ni L3 edge. The
observed complex energy dependence of the RIXS spectra
is attributed to the different local configurations and spin
states in the bond-disproportionated state and their con-
sequent distinct coupling to the RIXS process. The
observed magnetic order and excitations are well captured
by an effective spin model based on strong competition
between superexchange and double-exchange interactions
in RNiO;. Our study demonstrates the capability of RIXS
to determine site-selective contributions to the collective
magnetic dynamics, and it provides an example for its
application in oxide thin films and heterostructures that
contain several functional materials and/or inequivalent
structural sites. With the development of future x-ray
sources and other high-resolution RIXS setups, such as
the one that was recently installed at beam line 121 of the
Diamond Light Source [62], we expect that these advances
will come to full fruition.
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APPENDIX A: XAS AND RIXS SPECTRA
CALCULATED USING A
DOUBLE-CLUSTER MODEL

The XAS and RIXS spectra shown in Figs. 1(e) and 1(f)
were calculated using a double-cluster model introduced in
Ref. [31], which includes two NiOg clusters with intercluster
coupling between the Ni-d and ligand states. The details of
the model construction can be found in Ref. [31].

The parameters for the single-particle part of the
Hamiltonian in our calculation are derived from down-
folded values using the Stuttgart-NMTO program [63,64].
Following the same convention of Ref. [31], we define the
parameters in the nondisproportionated state as V,, = 2.8,
Vg =15,10Dg=0.9,and T,, = 0.5, all in units of eV.
The monopole Coulomb interaction within the d shell is set
to U,; = 6.0 eV and, between the d and core p shells, to
U,; = 7.0 eV. The multipole part is set to 80% of the
Hartree-Fock values of the Slater integrals [65]. The
charge-transfer energy is A = —1.0 eV. For the bond-
ordered state, the disproportionation value dd = dg,_q —
dB._o is defined as the deviation of the average bond length

dﬁgf)o of the expanded A (compressed B) NiO4 octahedra
from their mean value. For the NdNiO; film used in this
study, 5 = 0.04 A is determined by experiments [42]. The
intercluster mixing is set to 0.33 [31] to reproduce the
experimental energy splitting between A and B.

We note that the relative intensity of the resonance A
with respect to B is slightly higher in the experiment than in
the calculation. This has also been observed in previous
studies [66] and may be an indication of an additional Ni>*
contribution from oxygen off-stoichiometry at the sample
surface.

For the RIXS spectra measured at A, the dd excitation
around 1 eV and its change of line shape across the bond
ordering transition is well reproduced. For the RIXS
measured at B, the fluorescence intensity around 2-3 eV
dominates the spectral weight, similar to the experimental
observation. For both incident energies, the calculated
RIXS spectra show broad charge-transfer spectral weight
centered around 4 eV, again in good agreement with the
experimental data.

Figure 5 shows the site-resolved XAS and XMCD spectra
calculated using the above-mentioned double-cluster model.
The energies E, and E are marked with vertical dashed lines

2 e

E! ! ! ! Nis

£ | NN

2 v "'-;;;‘(/ - :

% — Norm| | — Norm|

= ---Re . -—-Re

- N 2 --Im l ~Im
852 854 856 852 854 856 852 854 856

Energy (eV) Energy (eV)
FIG. 5. Site-resolved (a) XAS and (b,c) XMCD spectra

described through the complex circular dichroic form factor
o) [50] calculated using the double-cluster model. The spectra
for the expanded and compressed Ni sites are plotted in green and
orange, respectively. The two vertical dashed lines mark the
energies £, (left) and Ep (right) within each panel.

in each panel. For the XAS, the expanded and compressed Ni
sites contribute dominantly to peaks A and B, respectively.
The XMCD spectra show a similar site dependence as the
XAS. The energy-dependent coupling to spin excitations in
RIXS can be estimated by the norm of the XMCD spectra,
which shows a maximum close to E, and Ep for the
expanded and compressed sites, respectively.

APPENDIX B: MAGNETIC MODEL
AND SPIN-WAVE CALCULATION

Considering small fluctuations of spins near the classical
configuration in Fig. 4(a), we derive the magnon disper-
sions within the J;-J,-J, model, supplemented by a single-
ion anisotropy term —KS2, where a refers to the easy axis
directions assumed to be oriented along the cubic
body diagonals (as suggested by experiments [36-39]).
The result reads as

L(g) =3/x,7,

where the subscript 4 (—) denotes the upper (lower) branch
of the dispersion. The short-hand notations here are

(1+6%) £R], (B1)

Xq = 2‘]2’711 +‘]4(1 _7/2q) +K/3’
Y, =208, + Ju(1 +1r2y) + K/3,

R, =1/(26)* + 22, (B2)

with

1
g =3 (sin g, sin g, + sin g, sin g, + sinq_sinq,),

1
& = 3 (cos g, cos g, + cos g, cos g, + cos g, cos q,),

1
Y4 =3 (cos g, + cos g, +cosq,),

Jiy

dg=(1-8)="". (B3)

Y,
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At the J; =0 limit, w, and w_ correspond to the
independent magnon dispersions within the S, and Sp
sublattices, respectively. The stability condition @, > 0
requires |Ji| < Jy. = 2+/2K(J, + J4)/3. For |J,| > Jy,,
the magnetic structure becomes incommensurate at
q = Q{1+ [1/2n)][J1/(J2 + J4)]}.

To calculate the magnetic RIXS intensity, the RIXS
operator is approximated as R,(g) = ofql()}};)(ei X €5) - Sap)s
with €;,) the polarization of the incident (emitted) photons.
The RIXS intensity for a given ¢ can then be calculated as

Lig - 2500
q
2,2 2,2 26 2,2 2,2
 (aPp + 902 £ (P2 - 192
q+Q

3X, -
+ ol GaP + )
<o 2P = PP+ @+ (B4

q

for the two branches. Here, @ = a(1+48) and § = p(1 — §);
P = (Px. Py, P;) is the orientation vector €; X €; and @ and

J are the calculated (complex) values of o(!) for sites A and
B for a given incident energy, as discussed in Appendix A.
For each ¢ value, the RIXS intensity is calculated by
averaging over the four 7k domains as

- 1
Ij:(qx’ dy, QZ) = Z [Ii(QXv qy> QZ) + I:t(_qxv qy> QZ)

+ Ii(%c’ —dy, qZ) + Ii(_Qx’ —qy, C]z)]-
(B5)

Finally, the intensity is averaged over emission polar-
izations €, both parallel and perpendicular to the scattering
plane, as in the experiment we do not resolve the polari-
zation of the scattered photons.
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