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The changes in the electronic structure of V2O3 across the metal-insulator transition induced by

temperature, doping, and pressure are identified using high resolution x-ray absorption spectroscopy at the

V pre-K edge. Contrary to what has been taken for granted so far, the metallic phase reached under

pressure is shown to differ from the one obtained by changing doping or temperature. Using a novel

computational scheme, we relate this effect to the role and occupancy of the a1g orbitals. This finding

unveils the inequivalence of different routes across the Mott transition in V2O3.
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Some materials present metal-insulator transitions
(MIT) without any changes in crystal structure or long-
range magnetic order. These phenomena, known as Mott-
Hubbard transitions, constitute a fundamental signature of
strong electronic correlations. The physics emerging in the
vicinity of these transitions is highly nontrivial and the
properties of such materials depend on small changes in the
electronic structure induced by external parameters [1,2].
Several features of the MIT have been successfully clari-
fied by resorting to realistic many-body calculations [3].
Yet, contrary to common assumptions, a growing number
of experimental facts are revealing that this physical pro-
cess is also strongly dependent on the route followed
through the MIT. Here we show this to be the case for
vanadium sesquioxide (V2O3). The isostructural MIT in
Cr-doped V2O3 is considered as the textbook example of a
Mott transition, which occurs between a paramagnetic
insulator (PI) and a paramagnetic metallic (PM) phase by
changing doping level (x), temperature (T), or pressure (P)
[4]. As such V2O3 has served as a test bed for many theo-
retical models [5–11] and a sustained experimental effort.

Among the different experimental methods recently em-
ployed to study the electronic properties of the Mott tran-
sition in Cr-doped V2O3 [12–15], x-ray absorption
spectroscopy (XAS) has played a crucial role. It was the
detailed investigation of the V L2;3 absorption edges [16]

that demonstrated the necessity of abandoning the simple
one band, S ¼ 1=2, model to obtain a realistic description
of the changes in the electronic structure at the phase
transition. XAS can also be performed at the V K edge in

the hard x-ray range: in this case, the preedge will carry
most of the physical information we are interested in, as it
is predominantly due to 1s ! 3d transitions. The excita-
tions in this spectral region are influenced by the core hole
and should be considered to be of an excitonic nature. The
advantages over the L2;3 edge studies are (i) a more

straightforward interpretation (due to the simple symmetry
of the s core hole, the multiplet structure reveals a direct
view on the d states), and (ii) the possibility of applying
external pressure as diamond anvil cells are compatible
with hard x-rays.
We used V K edge XAS to explore extensively the MIT

in V2O3 by changing temperature, doping, and applying an
external pressure. The pre-K edges were analyzed by a
novel computational scheme combining local density ap-
proximation and dynamical mean field theory (LDAþ
DMFT) [17] with configuration interaction (CI) full mul-
tiplet ligand field calculations to interpret subtle differ-
ences at the PM-PI transition. This allowed us to
(i) observe in detail the changes in the electronic excita-
tions, providing also a direct estimate of the Hund’s cou-
pling J, (ii) analyze the physical properties of the PI and
PM phase on both sides of the MIT, leading to the main
result of our work, (iii) understand the difference between
P, T or doping-induced transitions. This difference is
mainly related to the occupancy of the a1g orbitals, sug-

gesting the existence of a new ‘‘pressure’’ pathway be-
tween PI and PM in the phase diagram.
The experiments were performed on the inelastic x-ray

scattering (IXS) beam lines ID-26 and BM-30 at the
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European Synchrotron Radiation Facility (ESRF). We used
high quality samples of ðV1�xCrxÞ2O3 with various doping
in the PM (x ¼ 0) and PI phases (x ¼ 0:011, and 0.028) at
ambient conditions. The MIT was also crossed for the
0.011 doping by changing temperature and for the 0.028
doping by pressure. To obtain the best resolution, the XAS
spectra were acquired in the so-called partial fluorescence
yield (PFY) mode [18], monitoring the intensity of the
V-K� (2p ! 1s) line as the incident energy is swept
across the absorption edge. Compared to standard XAS,
the PFY mode provides better resolved absorption spectra
as these are partly free from core-hole lifetime broadening
effect. The gain is particularly appreciable at the transition
metal K preedges as the 1s core-hole is extremely short
lived with respect to the 2p core-hole and the dipolar tail is
strongly reduced. The V-K� line was measured with the
help of a IXS spectrometer equipped with a Ge(331)
spherically bent analyzer. For the temperature dependence,
the crystals were mounted in a cryostat installed on the
spectrometer. On the other hand, measuring the PFY mode
turned out to be difficult under pressure because of the
weak fluorescence signal in the pressure cell, and we opted
for standard XAS measurements in transmission mode. To
maximize the throughput, a powder sample (x ¼ 0:028)
was loaded in a diamond anvil cell equipped with compos-
ite anvils made of a perforated diamond capped with a
500-�m thin diamond anvil. Pressure was measured in situ
by standard ruby fluorescence technique. We used silicon
oil as a pressure transmitting medium.

The T-dependent absorption spectra are displayed in
Fig. 1(a) for both PM (200 K) and PI (300 K) phases for
the x ¼ 0:011, powder sample. The spectra have been
normalized to an edge jump of unity. We will focus on
the preedge region, where information about the V d states
can be easier extracted. It can be decomposed into three
spectral features (A, B, C) which all vary in intensity as the
system is driven through the MIT whereas only C is con-
siderably broadened [Fig. 1(a), inset]. Notice that no fea-
ture is observed below peak A contrary to the early results
of Ref. [19] but in agreement with the more recent data of
Ref. [20]. Within a simplified atomiclike picture, one could
directly relate the intensity of features A, B, and C to the
unoccupied states. Starting from a V-t22g, S ¼ 1 configura-

tion, one can either add an electron to the t2g subshell [split

into one a1g and two e�g states under trigonal distortion of

the V sites [21] as shown in Fig. 1(d)] yielding peaks A and
B, or add an electron to the e�g subshell which gives rise to

the broader peak C. In this picture, one could associate
peak A with a spin quartet (S ¼ 3=2) and peak B with a
spin doublet (S ¼ 1=2), split by the Hund’s rule exchange.

This picture is, however, oversimplified as the V d
electrons are strongly correlated and the spectra are still
largely influenced by the 1s core-hole potential. Keeping
that in mind, we have simulated the preedge by combining
CI with LDAþ DMFT calculations for which the one

particle part (LDA) input corresponds to the level diagram
in Fig. 1(d). We concentrate our analysis to peaks A and B,
since peak C relates mainly to the unoccupied e�g orbitals.

These hybridize much stronger with the oxygen ligands
and thus lack direct information on the Mott transition;
peak C may also be related to nonlocal excitations (not
included here) [22] which sensitively depend on the metal-
ligand distance. Let us also note that the V sites inV2O3 are
noncentrosymmetric which leads to an on-site mixing of
V-3d and V-4p orbitals and interference between dipole
and quadrupole transitions [7], included in our scheme.
Our CI calculations confirm that for the ground state the

occupancy ratio between the (e�g , a1g) and (e
�
g , e

�
g ) states is

smaller in the PI than in the PM phase [8,16]: the isotropic
CI-based calculated XAS spectra in the preedge region
reported in Fig. 1(c) agree well with the experimental
data for both the energy splitting of features A and B and
the ratio of their spectral weight (SW) which increases in
the PM phase.
Considerable insight can be gained by comparing CI and

LDAþ DMFT calculations. Our LDAþ DMFT calcula-
tions, performed using Nth-order muffin-tin orbital
(NMTO) downfolded Hamiltonian for the 1.1% Cr-doped
V2O3 and Hirsch-Fye quantum Monte Carlo method as
impurity solver, confirm the above mentioned tendency
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FIG. 1 (color online). (a) V K edge x-ray absorption spectra in
ðV1�xCrxÞ2O3, x ¼ 0:011 powder sample measured as a function
of temperature (T) in the PM (200 K, solid line) and PI (300 K,
dotted line) phases by PFY XAS; below, PM-PI spectral differ-
ence; (inset) preedge region. (c) Calculated isotropic CI V K
edge PM and PI spectra of V2O3. The spectra are compared to
the T-dependent experimental data shown in the same energy
window (b). (d) From LDA (starting point for our LDAþ
DMFT and CI calculations) we obtain that the cubic part of
the ligand field splits the V d levels in t2g and eg by 10Dq�
2 eV, and that the small trigonal distortion further separates the
t2g into a1g and e�g by �trig � 0:3 eV.
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[we obtain a mixing of 50:50 and 35:65 for the (e�g , a1g):

(e�g , e
�
g ) occupation in the PM and PI phases]. For LDAþ

DMFT we have chosen the same interaction parameter
U ¼ 4:2 eV for the PI phase as in Ref. [9] and followed
their suggestion to slightly decrease its value in the PM
phase (we assume U ¼ 4:0 eV) [23]. Remarkably the sim-
ple structure of the core-hole potential in the K edge
spectroscopy allows us to associate the preedge spectrum
with the k-integrated spectral function above the Fermi
energy calculated by LDAþ DMFT. The electron-
addition part of the spectral function shows three main
features in PM phase: a coherent excitation at the Fermi
level and a double peak associated to the incoherent elec-
tronic excitations, i.e., the upper Hubbard band (UHB),
similarly to the undoped compound. In the PI phase ob-
viously, only the latter survives. Comparison with the
experimental spectra clearly shows that the preedge fea-
tures have to be related to the ‘‘incoherent’’ part of the
spectral function only. The physical reason is that the core-
hole potential localizes the electrons destroying the coher-
ent quasiparticle excitations and making the XAS spectrum
atomiclike. All the ‘‘incoherent’’ LDAþ DMFT, CI, and
experimental spectra shown in Fig. 2 agree in many as-
pects, especially as for the splitting of the first two peaks by
� 2:0 eV (�1:8 eV in experiment) which originates in
LDAþ DMFT from the Hund’s exchange J in the
Kanamori Hamiltonian. This further validates the choice
of J ¼ 0:7 eV used in our calculations contrasting with
larger values assumed in previous studies [8,10,23], and
also clarifies the mismatch between XAS and LDAþ
DMFT spectra reported in the undoped V2O3 compound
[8]. Moreover, the ratio between A and B peak displays the
same trend in the PM-PI transition as the CI (or experi-
mental) data. The quantitative difference between the two

calculations is attributed to the lack of matrix elements in
LDAþ DMFT.
The intensity ratio of the first two incoherent excitations

peaks A and B (associated to the quartet and doublet states
in the oversimplified picture) thus appears as the key
spectral parameter to understand the differences between
PM and PI. Even in a powder sample, this ratio is still
sensitive to the a1g orbital occupation of the initial state.

Indeed, due to the trigonal distortion a considerable spec-
tral weight transfer from the peak B to higher energies
(corresponding to final states with two a1g electrons in the

limit of large �trig) can take place for the (e�g , a1g) but not

for the (e�g , e
�
g ) initial state. Therefore, the K preedge XAS

can serve as a direct probe of the a1g orbital occupation in

the ground state. As a rule of thumb, the larger the ratio
between the SW of A and B, the larger the a1g orbital

occupation.
Hard x-ray absorption also provides a unique way to

explore the ‘‘pressure’’ pathway across the MIT, from
which relevant information can be extracted by applying
our interpretation scheme. Figure 3(a) shows the XAS
powder spectra of the P-induced MITwith the correspond-
ing spectra for the T- and doping-driven transition (cf. the
loci in the phase diagram, Fig. 3). To ease the comparison,
the pressure data set (P) obtained in transmission mode has
been deconvolved from the 1s Lorentzian lifetime broad-
ening (1 eV FWHM) using the GNXAS code [26] to match
the improved resolution of data sets (x) and (T) measured
by PFY-XAS. Together with the PM-PI differences in
Fig. 3(b), Fig. 3(a) clearly evidences that, besides a rigid
shift of the first two peaks of�þ 0:13 eV and contrary to
the doping- or T-driven transition, very small changes in
spectral shapes and weights are observed in the P-driven
MIT. In the light of the arguments discussed above, our
finding proves that the metallic state reached by applying
pressure is characterized by a much lower occupation of
the a1g orbitals compared to the metallic state reached just

by changing temperature or doping. Importantly, the spec-
tra measured through the doping-inducedMITare identical
within the experimental uncertainty to those measured
through the T-driven transition. The temperature-doping
equivalence is confirmed by our photoemission data dis-
played in Figs. 3(c) and 3(d) [15] and is consistent with the
very similar lattice parameter changes across the transition
[27]. The x and T equivalence is also borne out by the
observation from XAS at the L edges in doped V2O3 [16]
that the a1g occupation within both the PM or PI phases is

mostly independent of the doping level. Hence, the local
incoherent excitations probed by XAS at the V Ledge orK
preedge are not directly affected by disorder [28].
Our finding clearly shows the limits of the common

assumption that temperature- or doping- and pressure-
driven MIT in V2O3 can be equivalently described within
the same phase diagram [27,29]. Indeed, the two different
PM electronic structures that we observed reflect different
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FIG. 2 (color online). Incoherent LDAþ DMFT and CI cal-
culations in the preedge region; EF is the Fermi energy. Note the
similarity in the main spectral features when crossing the MIT.
Also shown are the different contributions of the CI spectrum
labeled accordingly to their initial state: the contribution of the
ðe�g ; a1gÞ ! ðe�g ; e�g ; a1gÞ transitions to the peak AðBÞ is approxi-
mately 60% (55%) in the PM phase and 20% (15%) in the PI
phase.
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mechanisms driving the MIT along different pathways. In
the doping-driven MIT, the metallic phase is characterized
by an increased occupation of the a1g electrons indicating a

reduced ‘‘effective crystal-field splitting’’ as the main driv-
ing mechanism towards metallicity [8,9], related to the
jump of the lattice parameter c=a (1.4%) at the MIT
[27]. In contrast, when pressure is applied the a1g occupa-

tion remains basically unchanged, so that this metallic
phase seems to originate rather from an increased band-
width, without any relevant changes of the orbital splitting.
The smaller c=a jump observed under pressure (0.7%)
corroborates our analysis.

In conclusion, doping, temperature, and pressure are
shown to act differently on the interplay between electron
correlations and crystal field, so that states previously
considered to be equivalent metals are actually different.

We believe this finding may apply to many other strongly
correlated systems presenting metal-insulator transitions,
with pressure opening inequivalent pathways through their
phase diagrams.
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FIG. 3 (color online). (a) V-K XAS spectra for powder
samples of ðV1�xCrxÞ2O3 as a function of pressure (�) [x ¼
0:028; 5 and 7 kbar (lower curves); 5 and 11 kbar (upper curves)]
(P), temperature (4) [x ¼ 0:011; 200,300 K] (T), and dop-
ing (�) [x ¼ 0, 0.011] (x) (cf. points in the phase diagram; the
pressure scale refers to the x ¼ 0:028 doping). The spectral
differences PM-PI (�3) shown for the three data sets (b) dem-
onstrate the nonequivalence between P and temperature doping.
The x-T equivalence is confirmed by the photoemission spectra
(h� ¼ 9 eV) (c) and their spectral differences (d) (from
Ref. [15]).
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